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   Posters (Section C) 

91 

Synthesis and characterization of metallic silver 

nanoparticles by chemical reduction of silver oxide 

using phenylhydrazine 

خادهي فاطوَ  1C ًْشيوي ًا  

534 
Reversible Adsorption and Desorption of Water in 

Nanoporous Copper(II) Metal-Organic 

Nanocapsules Elham Mirzadeh , Kamran Akhbari* 

 ًاًْ شيوي 2C الِام هيرزادٍ

360 
Preparation of PMMA/graphene Nanocomposite 

via mini-emulsion polymerization  
ٍ ًعوت الِیئسفا  3C ًاًْ شيوي 

212 

A green, solvent-free, three-component synthesis of 

2,4,6-triarylpyridines under catalysis of a reusable 

nanomagnetic Cu(II) complex 

 ًاًْ شيوي 4C فتاًَ دليری

38 
Synthesis of core-shell nanomagnetic iron oxide for 

loading theophylline 
تَ فتحیشفر  5C  ًْشيويًا 

39 
Modification of Magnetite Nanoparticles for 

Medical Applications 
تَ فتحیرشف  6C ًاًْ شيوي 

417 

Synthesis, characterization and catalytic 

performance of magnetically recoverable 

Heteropolytungstate-ionic liquid 

حويدرضا سعادت 

 هشتاقيي
7C ًاًْ شيوي 

419 

Preparation and characterization of magnetite-

dihydrogen phosphate and studying its catalytic 

performance in the synthesis of 
tetrahydrobenzo[b]pyrans under solvent-free 

conditions 

حويدرضا سعادت 
 هشتاقيي

8C ًاًْ شيوي 

459 

Facile Synthesis Optimization and Structure 

Characterization of Aluminium Tungstate 

Nanoparticles 

 ًاًْ شيوي 9C کْرّش ادیب

197 

CuFe2O4 nanoparticles functionalized by a novel 

manganese (II) complex as a magnetically 

recyclable heterogeneous catalyst for the one-pot 

synthesis of β-phosphonomalonates 

 ًاًْ شيوي 10C  هحوْد تْکلی ُفشجاًی

60 
Mn and Co charge and spin evolutions in 

LaMn1−xCoxO3 nanoparticles 
 ًاًْ شيوي 11C هٌِاز غياثی

62 
Effect of organic additive on the optical and 

structural properties of Co3O4 nanoparticles 
 ًاًْ شيوي 12C هٌِاز غياثی

408 
Synthesis and characterization of CuFe2O4 as a 

photocatalyst for azo dye degradation 
 ًاًْ شيوي 13C هٌِاز کاهل عطار کار

466 

The comparison of photocatalytic effect of 

CuFe2O4, CuNiFe2O4 and NiFe2O4 nanoferrites 

on azo dye degradation 

 ًاًْ شيوي 14C هٌِاز کاهل عطار کار



234 

Investigation on Different Methods of Doping of cu 

Nanoparticles on UVM for Deep Desulfurization of 

Gasoil 

 ًاًْ شيوي 15C هرجاى غریب

237 
Deep Desulfurization of Naphtha Using Carbon 

Mesoporous Materials 
 ًاًْ شيوي 16C هرین هازّچی

445 
Zeolite-encapsulated tri-heteronuclear metal clusters 

as an efficient in the epoxidation of cyclohexene 
 ًاًْ شيوي 17C هرین هْسْی فر

74 

Synthesis and characterization of 

nanohydroxyapatite/polyvinyl pyrrolidone doped 
with Zn2+ and study their effect on surface area 

 هحدثَ هاًدگار
 

 ًاًْ شيوي

242 

Synthesis of sulfonic acid functionalized Kit-6 

magnetite nanocomposites for solid phase extraction 

of Cadmium ions 

 ًاًْ شيوي 18C ًسریي پرتْ

491 

Chlorinated Organic Compounds Adsorptive 

removal from Water by Cerium Oxide-Graphene 

Oxide Nano Composite 

 ًاًْ شيوي 19C راضيَ باقری

506 
Green synthesis of ZnO nanoparticles using herbal 

medicine extract 
 ًاًْ شيوي 20C زُرا اًتشاری

438 

Co2+-POM as a novel Catalyst for CO2 Chemical 

Fixation Designed with Anchoring of Metal Center 

on New Support Materials (POM) 

 ًاًْ شيوي 21C ابراُين خليلي

439 
CO2 Fixation over Nanoporous Catalyst of MOF-

808 
 ًاًْ شيوي 22C ابراُين خليلي

440 

Photodegradation of Azo Dye by Recyclable 

Nickel/Nickel Oxide heterostructures Supported on 
Graphene Oxide 

احساى سادات 
 هٌصْري

23C ًاًْ شيوي 

536 
Synthesis chitosan-montmorillonite nanocomposite 

for removal Lead (II) from wastewater. 
 ًاًْ شيوي 24C اسواعيل دُستاًي

23 

Synthesis, characterization and photocatalytic 

activity of hydrophilic surfaced MWO4 (M=Cd, Co, 

Mn, Zn) nanophotocatalysts 

 ًاًْ شيوي 25C اعظن بيات

341 

Green synthesis of CuO nanoparticles using walnut 

(Juglans regia L.) leaf aqueous extract and study of 

their antibacterial activity 

 ًاًْ شيوي 26C اکبر رستوي ّرتًْي

344 

Immobilization of silver nanoparticles on the surface 

of natural supports using plant extracts as reducing 

and stabilizing agents 

 ًاًْ شيوي 27C اکبر رستوي ّرتًْي

507 
Synthesis and Characterization of NiO Nano-

particles and their Use as Catalyst in Aldol Reaction 
 ًاًْ شيوي 28C الَِ کشاّرز



292 

The investigation of condition effects of calcination 

on cobalt- manganese nanoparticles based on 

manganese nano oxide by dry impregnation method 

 ًاًْ شيوي 29C آذر کياًي

149 

Synthesis and Characterization of Nickel Schiff 

Base Complex Immobilized on Mesoporous 

CuS@mSiO2 Core-Shell nanoparticles 

 ًاًْ شيوي 30C آهٌَ احودي

537 
Simultaneous synthesis of Cu(I)-Cu(II) oxide 

nanoparticles in gelatin media 
 ًاًْ شيوي 32C حسيي زهاًي

241 

Immobilization of dioxomolybdenum(VI) complex 

on the Schiff base coated magnetic nanoparticles: A 

highly active, selective and reusable catalyst in 

oxidation of sulfides to sulfoxides 

 شيوي ًاًْ 33C بلالي هعصْهَ

293 

Synthesis and characterization of molybdenum(VI) 

complex on nano-SiO2: application nanocatalyst in 

oxidation of sulfides to sulfoxides and olefin 

epoxidation 

 شيوي ًاًْ 34C بلالي هعصْهَ

189 

Sulfonated cellulose nanofibril as a novel 

nanostructured catalyst for the synthesis of 
dihydropyrimidoquinolinetriones 

 ًاًْ شيوي 35C حٌاًَ حيدري

45 

Vanadium Nanostructure supported Nanoporous 

graphene as catalysts for the Oxidative 

Dehydrogenation of Propane 

 ًاًْ شيوي 36C ربابَ هْسْي

355 

Synthesis and Catalytic Performance of Phosphonate 

Metal-Organic Frameworks in Oxidation of 

Alcohols 

 ریحاًَ ًجف زادٍ
 

 ًاًْ شيوي

467 

Preparation and characterization of Fe-Co oxide 
nanoparticles based on Nano silica by hydrothermal 

method and study of the effects of drying conditions 

on their structures 

 ًاًْ شيوي 37C زُرا ًظري

384 

Some new Nano-Structure Zinc Complexes: 

Synthesis, Characterization, Thermal Behaviors and 

Antimicrobial Properties 

 ًاًْ شيوي 38C زُرٍ صادقي بْگر

15 

Mechanochemical Conversion of Sodium(I) 

Coordination Polymer to Silver(I) Coordination 

Polymer Nanostructures 

 ًاًْ شيوي 39C ژالَ هرادي

20 

How the Morphologies of Initial Silver(I) 

Coordination Polymer Can affect on Size and 

Dispersion of Silver Nanoparticles 

 ًاًْ شيوي 40C ژالَ هرادي

148 

Synthesis and application of sulfonic acid 
functionalized magnetic titanium dioxide 

nanocomposites for removal of crystal violet from 

wastewaters 

 ًاًْ شيوي 41C سارا رٌُوا



246 
The effect of reaction times on Fe-Mg oxide 

nanoparticles prepared by wet impregnation method 
 ًاًْ شيوي 42C سحر رًجبر

473 

Copper (II)-organic framework prepared by 

solvothermal method and its application in Cr(VI) 

removal from aqueous solutions 

سرًّاز شعيبي 

 خياباًياى آذر
43C ًاًْ شيوي 

306 

Structural Studies and Physical Properties of novel 

Zn1-2xLnxTMxO (Ln: Yb3+, Er3+) (TM: Co2+) 
Nanomaterials 

 ًاًْ شيوي 44C سعيدٍ جاى ًثار احودي

165 
investigated on antibacterial property of nano 

hydroxyapatite/dopant 

سعيدٍ حق بيي لشت 

 ًشایي
45C ًاًْ شيوي 

552 
Synthesis and Characterization of CdO nanoparticles 

from a new Cd-organic framework 

ي قوشَ علسويرا غلاه

 زادٍ
46C ًاًْ شيوي 

436 

A highly efficient photodegradation of azo dyes in 

aqueous solution by grafting of copper(II) complex 

onto superparamagnetic Fe3O4@SiO2 

سْدابَ شکراللِي 

 صْرتي
47C ًاًْ شيوي 

411 
Synthesis of Fe-Co oxide Nanoparticles based on 

Nano Silica by Hydrothermal Method 
 ًاًْ شيوي 48C سًْيا بازهاًدگاى

25 
Synthesis and characterization of additive 

antibacterial nanoparticles to ceramics and study of 

their antibacterial properties 

 ًاًْ شيوي 49C سيد هِدي رضْي

560 

Pd Nanoparticles Immobilized on Supported 

Magnetic GO@PAMPS as an Auspicious Catalyst 

for Suzuki–Miyaura Coupling Reaction 

 ًاًْ شيوي 50C هجيد ُرّی

210 
Na–doped hydroxyapatite as efficient adsorbent for 

removal of Congo red dye from aqueous solution 

سيدٍ رقيَ سعادتدار 

 آراهي
51C ًاًْ شيوي 

82 

Synthesis and characterization of new nanohybrid 

compound based on LaCoO3 nanoparticles as an 

efficient adsorbent towards methylene blue dye 

هحوْدي فرزاًَ  52C ًْشيوي ًا  

84 

Synthesis of a new nanohybrid material constructed 

from polyoxometalate and semicarbazone Schiff 

base ligand 

هحوْدي فرزاًَ  53C ًْشيوي ًا  

 


